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A B S T R A C T

Newly emerged two-dimensional material, black phosphorus (BP) shows promising applications in many fields
owing to its superior properties. Despite the biological effects of BP were studied, its environmental impacts have
not yet received enough attention. In this study, the bacterial toxicity of exfoliated BP nanosheets was for the
first time evaluated against two model bacteria strains, Gram-negative Escherichia coli (E. coli) and Gram-positive
Bacillus subtilis (B. subtilis). By monitoring the bacterial growth curve and colony counting, the bacterial toxicity
of BP nanosheets was examined. Higher toxicity was induced for Gram-negative E. coli compared to Gram-
positive B. subtilis after 6 h treatment, which was reversed at 12 h due to membrane self-healing of E. coli. The
bacterial toxicity followed a time- and concentration-dependent fashion, with a maximum bactericidal efficiency
of 91.65% and 99.69% for E. coli and B. subtilis, respectively, after 12 h exposure. Reactive oxygen species (ROS)-
dependent oxidative stress and membrane damage were the main bactericidal mechanisms as proved by
fluorescence microscopy, flow cytometry, scanning electron microscopy (SEM), and Lactate dehydrogenase
(LDH) assay. This study indicates the potential environmental risk of BP nanosheets and the data from this work
will guide their safety applications in the future.

1. Introduction

Since the successful isolation of graphene from monocrystalline
graphitic films, two-dimensional (2D) nanomaterials have received
considerable attention owing to their outstanding properties
(Bonaccorso et al., 2010). Among them, graphene is the most studied
and has been proved to be a good conductor (Bonaccorso et al., 2010;
Hyun et al., 2013; Tassin et al., 2012). However, the bandgap of gra-
phene in its natural state is zero, which impedes its application as a
semiconductor (Meric et al., 2008; Zhang et al., 2009; Schwierz, 2010;
Zhou et al., 2007). In contrast, a newly emerged 2D material, black
phosphorus (BP), has a tunable bandgap (0.3–2 eV) from bulk to
monolayer form, which is superior to other 2D materials
(Castellanosgomez et al., 2014; Cai et al., 2014; Zhang et al., 2014).
Due to the remarkable optical and electronic properties of 2D BP, more
attention has been paid to the exfoliation techniques (Hao et al., 2016;
Zhang et al., 2015; Guo et al., 2016; Zhao et al., 2015), the meth-
odologies to enhance its stability (Ryder et al., 2016; Sun et al., 2015;

Zhao et al., 2016), and its applications in electronics (Hanlon et al.,
2015; Buscema et al., 2014; Xia et al., 2014), photonics (Guo et al.,
2016; Rodrigues et al., 2016; Xia et al., 2014), and therapeutics (Sun
et al., 2016; Wang et al., 2015). Given the promising applications of BP
in the biomedical field, its toxicity towards mammalian cells and mice
has been extensively studied (Mu et al., 2017; Zhang et al., 2017). In
our previous study, the cytotoxicity of BP nanosheets was found to be
related with the concentration, size, and cell type (Zhang et al., 2017).
Moreover, BP quantum dots could induce lipid peroxidation, reduction
of catalase activity, DNA breaks, and bone marrow nucleated cells da-
mage in the in vivo studies (Mu et al., 2017). Despite the potential
health risk of BP has been assessed, its ecotoxicological effects are
scarcely demonstrated, which should be of great concerns before the
massive production and application.

Bacteria play an important role in the ecosystem. In addition, as
single cell organisms, bacteria are suitable models to evaluate the risks
of substances to the ecological environment. The assessment of bac-
terial toxicity of 2D materials can provide us foundation information
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about their impact once released into the ecosystem. In the previous
studies, the bacterial toxicity of graphene (Akhavan and Ghaderi, 2010;
Liu et al., 2011), Ti3C2Tx (MXene) (Rasool et al., 2016), and mo-
lybdenum disulfide (MoS2) (Pandit et al., 2016; Yang et al., 2014), has
already been evaluated. In general, a few mechanisms are proposed to
explain the bactericidal activity of 2D materials. First, physical damage
of bacterial membrane upon contacting with the sharp edges of 2D
materials, so-called nano-knives effect, can trigger the leakage of in-
tracellular substances and eventually induce cell death (Pham et al.,
2015). Moreover, oxidative stress resulted from either the production of
reactive oxygen species (ROS) (Yang et al., 2014) or the charge transfer
activity between bacterial membrane and 2D materials (Li et al., 2014)
can interfere with bacterial metabolism, disturb the cellular functions,
and ultimately inactive the bacterial cells. In addition, the unique 2D
lateral structure can provide flexible barrier to separate bacteria from
their surrounding nutrients and ambience by wrapping or trapping
bacterial membranes (Carpio et al., 2012). Also, other mechanisms,
such as extraction of lipid bilayers, interference of protein-protein in-
teraction, and “self-killing” effect contribute to the 2D material-medi-
ated antibacterial activity (Luan et al., 2015; Tu et al., 2013; Salas et al.,
2010). Considering the unique features and great potentials of BP na-
nosheets, it is necessary to assess their environmental risks by studying
the bacterial toxicity and the underneath mechanisms.

Herein, the bacterial toxicity of exfoliated BP nanosheets against
two model bacterial strains, Gram-negative Escherichia coli (E. coli) and
Gram-positive Bacillus subtilis (B. subtilis), was evaluated for the first
time. BP nanosheets were prepared by direct exfoliation of BP crystals
in oxygen-free Milli-pore water via tip ultrasonication. The bacterial
toxicity was studied by growth curve analysis, colony counting, and
live/dead cell staining. To understand the in-depth bactericidal me-
chanisms, the intracellular ROS production was detected by the fluor-
escence microscopy and flow cytometry. Moreover, scanning electron
microscopy (SEM) and Lactate dehydrogenase (LDH) assay were ap-
plied to monitor the morphological changes and membrane damages of
bacterial cells induced by BP nanosheets. This is a pioneer research for
investigating the environmental impacts of BP nanosheets, which will
guide BP's safety application in the future.

2. Materials and methods

2.1. Materials

Bulk BP crystals were obtained from XFNANOMaterials Tech Co. Ltd.
(Nanjing, China) and stored in nitrogen atmosphere under dark condition
before use E. coli (E. coli DH5α) and B. subtilis (B. subtilis subsp. subtilis
strain NCD-2) were provided by Heilongjiang Provincial Key Laboratory
of Environmental Microbiology and Recycling of Argo-Waste in Cold
Region (Daqing, China). Acridine orange/ethidium bromide (AO/EB)
staining kit and 2,7-Dichlorodihydrofluorescein diacetate (DCFH-DA)
probe were purchased from Beijing Puyihua Tech Co. Ltd. (Beijing,
China). Lactate dehydrogenase (LDH) Cytotoxicity Detection Kit was
purchased from Yuchun Bio-tech Inc. (Shanghai, China).

2.2. Exfoliation and characterizations of BP nanosheets

BP nanosheets were produced according to the published method
(Zhang et al., 2017). In brief, 10mg of BP crystals was grinded into
small pieces in the glove box. Then 10mL oxygen-free Milli-pore water
was added and the mixture was sonicated with a ultrasonic cell dis-
ruption (JY 88–11 N). 8 h later, the mixture was centrifuged at 800 rpm
for 20min to remove the un-exfoliated BP crystals. The concentration of
BP nanosheets in the supernatant was determined to be 1036 ± 54 μg/
mL by the inductively coupled plasma optical emission spectrometry
(ICP-OES). The morphology of BP nanosheets were examined by atomic
force microscope (AFM, Agilent 5100), scanning electron microscope
(SEM, Hitachi, S-4700 OR FEI, Quanta 250), and transmission electron
microscope (TEM, Tecnai F20, FEI, USA). The hydrodynamic diameter
and zeta potential measurements were performed using Zetasizer Nano
ZS (Malvern Instruments) by a He-Ne laser source with a wavelength of
633 nm at 25 °C.

2.3. Bacterial culture

The bacterial toxicity of exfoliated BP nanosheets was tested
against Gram-negative Escherichia coli (E. coli DH5α) and Gram-

Fig. 1. Characterization of BP nanosheets. AFM (a), SEM (b) and TEM (c) image of BP nanosheets, hydrodynamic size distribution (d), and Zeta potential distribution
(e); Statistical analysis of the lateral size (f) and thickness (g) of BP nanosheets by AFM measurements. The scale bars in (b) and (c) represent 500 and 100 nm,
respectively.
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positive Bacillus subtilis (B. subtilis subsp. subtilis strain NCD-2). Both E.
coli and B. subtilis were grown in Luria Bertani (LB) broth at 37 °C and
harvested in the mid-exponential growth phase. Cell suspension was
centrifuged at 12,000 rpm for 10 min, and then washed three times
with phosphate buffer saline solution (PBS, pH = 7.02) to remove the
residues. The pellets were resuspended in the sterilized water. Both E.
coli and B. subtilis in the stock suspension were diluted to 106 colony
forming units (CFU) per mL with sterilized water for the following
experiments.

2.4. Bacterial toxicity

The measurement of optical density (OD) values and colony
counting method were performed to evaluate the inhibition of bacterial
growth by BP nanosheets. 1 mL of different concentrations of BP sus-
pensions (100, 500, and 1000 μg/mL), 1 mL bacterial suspension, and
8mL fresh LB broth were mixed together to obtain the final con-
centrations of BP nanosheets at 10, 50, and 100 μg/mL in the bacterial
suspension, which was incubated at 37 °C. The OD values were mea-
sured every 2 h at a wavelength of 600 nm by double beam UV–vis
Spectrophotometer TU-1901 (PERSEE, China) until stationary phase
was achieved (at 12 h for both E. coli and B. subtilis). Thus, we con-
ducted the following studies with the maximum exposure time for 12 h.
The LB broth with various concentrations of BP nanosheets (10, 50, and
100 μg/mL) without bacterial cells were set as control, whose OD va-
lues were deducted in the testing groups. All the experiments were

performed in triplicate and the results represented mean values.
After 12 h incubation, the bacterial suspension was diluted with

sterilized water to a series of dilutions (10−2, 10−3, 10−4 and 10−5).
100 µL of each dilution was spread onto LB agar plates, which were
incubated at 37 °C overnight. The colonies of all the plates were
counted and the bacterial inhibition rate (%) was represented as follow:

= −

Bacterial inhibition rate(%)

(1
ThecoloniesofsamplewithdifferentconcentrationofBP

Thecoloniesofcontrolsample
)*100%

2.5. AO/EB double staining

After 6 h treatment with BP nanosheets (50 and 100 μg/mL), the
bacterial cells were harvested by centrifugation at 12,000 rpm for
10min and stained with AO/EB staining kit for 10min, followed by
rinsing with PBS. Then 10 µL of bacterial suspension were dropped on a
glass slide and visualized by EVOS® XL Core Fluorescence Microscope
(Life technologies, USA).

2.6. Intracellular ROS detection

The intracellular ROS was detected by staining the bacterial cells
with a fluorescent probe DCFH-DA. The bacterial cells (10−6 CFU/mL)
were treated with BP nanosheets (50 or 100 μg/mL) for 6 h at 37 °C,
collected by centrifugation at 12,000 rpm for 10min, and washed twice

Fig. 2. Bacterial toxicity of different concentrations of BP nanosheets. Growth curve of E. coli (a) and B. subtilis (c) exposed to different concentrations of BP
nanosheets at 37 °C for 12 h in LB medium; The inhibition rate of BP nanosheets against E. coli (b) and B. subtilis (d) at 6 h and 12 h. * and * **indicate P < 0.05 and
P < 0.001, respectively.
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with PBS (pH = 7.02) before being stained with DCFH-DA (10 μM) for
30min at 37 °C. Then the cells were visualized by a fluorescence mi-
croscopy and the fluorescence intensity was quantified by a flow cy-
tometry (CytoFEX, Beckman Coulter, China).

2.7. Cell morphology observation with SEM

SEM analysis was performed to characterize the effect of BP na-
nosheets on the morphology and structure of E. coli and B. subtilis by
Scanning Electron Microscope (SEM, Hitachi, S-4700 OR FEI, Quanta

Fig. 3. The concentration-dependent bactericidal effects of BP nanosheets after 6 and 12 h treatment. Photographs of agar plates of E. coli (a-h) and B. subtilis (j-q)
after incubation with 0 μg/mL (a, e, j, n), 10 μg/mL (b, f, k, o), 50 μg/mL (c, g, l, p), and 100 μg/mL (d, h, m, q) of BP nanosheets. The bactericidal efficiency of BP
nanosheets towards E. coli (i) and B. subtilis (r) calculated from colony counting. * * and ***indicate P < 0.01 and P < 0.001, respectively.

Fig. 4. AO/EB staining of E. coli (a-c) and B. subtilis (d-f) after 6 h treatment with 0 μg/mL (a, d), 50 μg/mL (b, e), and 100 μg/mL (c, f) of BP nanosheets. (scale bar
represents 100 µm).
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250). The bacterial suspension was exposed to BP nanosheets (100 μg/
mL) for 6 and 12 h, centrifuged at 1000 rpm for 10min to remove most
of the BP nanosheets in the suspension, and then centrifuged at
12,000 rpm for 10min to collect the bacterial cells, which were washed
twice with PBS. Then the cells were fixed with glutaraldehyde and
gradually dehydrated with series concentrations of ethyl alcohol (50%,
70%, 90%, 100% and 100%) for 10min. After dehydration, the bac-
terial cells were immersed sequentially in tert-butyl alcohol (50% and
100%) for 20min and visualized by SEM after lyophilization.

2.8. LDH assay

The release of LDH from bacterial cells to the culture medium was
detected by a LDH Cytotoxicity Detection Kit (Yuchun Bio-tech Inc.,
China) to evaluate the membrane damage. The bacterial suspension
was treated with different concentration of BP nanosheets (0, 50,
100 μg/mL) for 6 and 12 h at 37 °C. Then the bacterial cells were cen-
trifuged at 12,000 rpm for 10min and 50 µL supernatant was mixed
with the reagents following the instruction. The LDH release was
quantified by measuring the UV absorbance at 450 nm.

Fig. 5. ROS generation in E. coli (a-b) and B. subtilis (d-e) visualized by fluorescence microscopy after exposure to 0 μg/mL (a, d) and 100 μg/mL (b, e) of BP
nanosheets for 6 h (scale bar represents 100 µm). The fluorescence intensity in E. coli (c) and B. subtilis (f) after exposure to BP nanosheets determined by flow
cytometry. ***indicates P < 0.001.

Fig. 6. SEM images of E. coli (a-c) and B. subtilis (d-f) treated with 0 μg/mL (a, d) and 100 μg/mL (b-c, e-f) of BP nanosheets after 6 h (b, e) and 12 h (c, f). (scale bar
represents 5 µm).
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2.9. Statistical analysis

All the experiments were carried out triplicates and the data were
shown by mean value with standard deviation. One-way analysis of
variance (ANOVA) followed by Tukey test was performed to compare
the statistical significance of BP's bacterial toxicity data at 6 and 12 h.
* , ** and ***indicate P < 0.05, P < 0.01 and P < 0.001, respec-
tively.

3. Results

3.1. Bacterial toxicity of BP nanosheets

BP crystals were exfoliated in oxygen-free Milli-pore water by ul-
trasonication to produce BP nanosheets. As shown in the microscope
images (Fig. 1a-c), the exfoliated BP nanosheets were well-dispersed,
with an average lateral size and thickness of 215.84 ± 82.09 and
1.58 ± 1.23 nm, respectively, determined by statistical analysis of
AFM results (Fig. 1f,g). The average hydrodynamic size and zeta po-
tential determined by Zetasizer Nano were 214 nm and − 17mV
(Fig. 1d,e).

The bacterial toxicity of BP nanosheets was evaluated against two
model bacterial strains, E. coli and B. subtilis, by measuring the growth
curve and bactericidal efficiency upon exposing the bacterial cells to
various concentrations of BP nanosheets. The bacterial growth curve
was monitored by recording the OD values at 600 nm over pre-
determined time intervals until the growth rate equaled to death rate
(stationary phase) (Fig. 2a,c). At 6 h, BP nanosheets exerted more ne-
gative effect on the growth of E. coli compared to B. subtilis, whereas the
results were reversed at 12 h, when the growth inhibition to E. coli was
partially recovered, with the inhibition rate significantly decreased by
33.24%, 58.77%, and 45.42% (P < 0.001) at the dose of 10, 50, and
100 μg/mL, respectively (Fig. 2b,d). In contrast, the inhibition rate for
B. subtilis at 12 h was slightly increased by 8.45% and 4.80% at BP's
concentration of 50 and 100 μg/mL.

Since both live and dead bacterial cells contributed to the OD va-
lues, colony counting method was also carried out to further evaluate
the bacterial toxicity. The colony number of both E. coli and B. subtilis
was decreased with the exposure of increasing concentrations of BP
nanosheets (Fig. 3). The bactericidal efficiency of BP nanosheets against
E. coli was 90.77 ± 0.39% (50 μg/mL) and 98.92 ± 0.16% (100 μg/
mL) at 6 h, which was decreased to 71.87 ± 2.88% (P < 0.001) and
91.65 ± 2.14% (P < 0.01), respectively, at 12 h (Fig. 3i). In contrast,
the bactericidal efficiency against B. subtilis could reach

88.35 ± 0.56% (50 μg/mL) and 99.99 ± 0.01% (100 μg/mL) at 6 h,
which did not obviously change over time (P > 0.05) (Fig. 3r). The
results were consistent with the profile of bacterial growth inhibition in
Fig. 2.

3.2. Visualization of bactericidal effects

AO/EB staining was performed to visualize the viability of E. coli
and B. subtilis after the treatment with BP nanosheets. Live bacterial
cells are permeable to AO and stained green, whereas EB can only
permeate impaired cell membrane and make red fluorescence (Chen
et al., 2008). Bacterial cells without any treatment appeared bright
green fluorescence (Fig. 4a,d), indicating the cells were alive with intact
membrane. After being treated with BP nanosheets for 6 h, most of the
bacterial cells presented red fluorescence (Fig. 4b-c,e-f), which was
considered to be dead cells. In addition, the amount of bacterial cells
with red fluorescence at BP's concentration of 100 μg/mL was more
than that at 50 μg/mL, demonstrating the concentration-dependent
bactericidal effect.

3.3. Intracellular ROS generation

Previous studies demonstrated that the antibacterial activity of 2D
graphene, graphene oxide (GO), and MoS2, was closely related to ROS-
dependent oxidative stress. Thus, we monitored the intracellular ROS
production upon exposure to BP nanosheets by a ROS sensitive probe,
DCFH-DA, via fluorescence microscopy. DCFH-DA can be hydrolyzed in
the presence of cellular esterase to DCFH, which is further oxidized to
fluorescent DCF by ROS (Cao et al., 2011; Kalyanaraman et al., 2012).
Thus, the intracellular ROS level can be reflected by the fluorescence
intensity. Compared to the dark control group, obvious green fluores-
cence was observed in both bacterial strains treated with 100 μg/mL BP
nanosheets (Fig. 5a-b,d-e), indicating that the intracellular ROS gen-
eration contributed to the bacterial toxicity of BP nanosheets.

The quantitative analysis of intracellular ROS was performed by
flow cytometry (Fig. 5c,f). Compared to the untreated groups, the
fluorescence intensity in the bacterial cells was increased to a large
extent upon being treated with BP nanosheets. Moreover, the in-
tracellular ROS level followed a concentration- and time-dependent
fashion in E. coli. In contrast, the fluorescence intensity in B. subtilis
treated with 100 μg/mL BP nanosheets was higher at 6 h than 12 h. The
reason could be attributed to the higher death rate of B. subtilis com-
pared to E. coli, which led to lower ROS level detectable in the live B.
subtilis cells at 12 h.

Fig. 7. LDH activity in the supernatants of E. coli (a) and B. subtilis (b) treated with different concentrations of BP nanosheets for 6 and 12 h. * and **indicate
P < 0.05 and P < 0.01, respectively.
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3.4. Bacterial membrane damage

Other than ROS-dependent oxidative stress, membrane damage in-
duced by physical contact is another imperative antibacterial me-
chanism of 2D materials (Liu et al., 2011; Pandit et al., 2016; Rasool
et al., 2016). SEM was used to record the interactions between BP na-
nosheets and the bacterial membrane. The bacterial was an complete
cytoarchitecture and the cell membrane of both control groups was
smooth (Fig. 6a,d). At 6 h post exposure with BP nanosheets (100 μg/
mL), E. coli cells lost their membrane integrity with small pores on the
surface (Fig. 6b). The membrane damage was partially recovered at
12 h (Fig. 6c), with only some wrinkles on the surface of E. coli. As for B.
subtilis, on the one hand, the roughness of bacterial surface was dra-
matically enhanced; on the other hand, the prevalent cell debris and
cytoplasmic leakage were observed surrounding the bacterial cells, as
indicated by the red arrow in the amplified image (Fig. 6e,f). The
membrane damage of B. subtilis was found to be more severe than of E.
coli at 12 h, which was in accordance with the results of bacterial
toxicity studies that stronger toxicity to B. subtilis was induced by BP
nanosheets compared to E. coli at 12 h.

In addition to SEM images, LDH assay was conducted to determine
the leakage of cytoplasmic enzymes from the bacterial cells to the
culture medium, which could reflect the extent of cell membrane da-
mage (Fig. 7). For both bacterial strains, the LDH activities were sig-
nificantly higher than control groups, indicating membrane disruption
was partially responsible for the bactericidal effects of BP nanosheets.
As for B. subtilis, the LDH release was increased over time for all the
treatments (Fig. 7b). In contrast, the leakage of LDH from E. coli was not
time-dependent, which was from 0.83 ± 0.32 (6 h) to 0.86 ± 0.35
nmol min−1 mL−1 (12 h) for 50 μg/mL BP exposure and from
1.26 ± 0.30 (6 h) to 1.41 ± 0.27 nmol min−1 mL−1 (12 h) for
100 μg/mL BP exposure, respectively (Fig. 7a). The LDH activities of B.
subtilis were 0.49 ± 0.05 and 0.89 ± 0.23 nmol min−1 mL−1, re-
spectively, after 6 h exposure with 50 and 100 μg/mL of BP nanosheets
(Fig. 7b), which were lower than that of E. coli under the same treat-
ments. However, the LDH activities of B. subtilis at 12 h post BP treat-
ments were elevated to 1.26 ± 0.18 (50 μg/mL) and 1.53 ± 0.28
nmol min−1 mL−1 (100 μg/mL), which were higher than that of E. coli.

4. Discussion

Two model bacterial strains, Gram-negative E. coli and Gram-posi-
tive B. subtilis were used to evaluate the bacterial toxicity of as-ex-
foliated BP nanosheets. The growth curve and bactericidal studies in-
dicated a time- and concentration-dependent toxic effect of BP
nanosheets to both bacterial strains. BP nanosheets displayed stronger
toxicity towards E. coli than B. subtilis at 6 h, as higher growth inhibition
rate towards E. coli was observed compared to B. subtilis. However, the
sustained toxic effect on E. coli was attenuated at 12 h, since the growth
inhibition and bactericidal effect on B. subtilis was more serious in
comparison with E. coli at 12 h. Under the exposure of BP nanosheets,
the fluorescence intensity of ROS in the bacterial cells was significantly
enhanced. In our previous study, BP nanosheets were found to produce
intracellular ROS in mammalian cells, leading to cell apoptosis and
eventually cell death (Zhang et al., 2017). Moreover, lower fluores-
cence intensity was detected in B. subtilis at 12 h than 6 h, which was
contrary to the situation for E. coli. The results were attributed to more
cell death of B. subtilis at 12 h, resulting in lower detectable ROS
fluorescence intensity in the cells.

In addition to the ROS-induced bacterial toxicity, the sharp edge of
BP nanosheets could act as “nano-knives”, which induced physical
disruption of the bacterial cell membrane, eventually resulting in os-
motic imbalance and cell death (Zou et al., 2016). Similar phenomenon
was observed in the bacterial cells treated with MoS2 (Pandit et al.,
2016), carbon nanotubes (Liu et al., 2009), and graphene-based mate-
rials (Liu et al., 2011). The results of SEM images and LDH assay

demonstrated that the membrane damage of B. subtilis was getting more
serious over time, whereas for E. coli, it was the opposite. The dis-
crimination was ascribed to the difference of membrane structure and
function between E. coli and B. subtilis. The Gram negative E. coli is
composed of a layer of peptidoglycan cell wall (7–8 nm in thickness)
with an additional external lipid membrane, while the Gram-positive B.
subtilis is covered with thicker peptidoglycan (20–80 nm) without an
outer membrane (Pham et al., 2015). It has been reported that the
Gram-positive bacteria were more likely to be damaged by direct con-
tact with graphene nanowalls and Ti3C2Tx due to the lack of protection
by outer membrane as compared to the Gram negative bacteria (Rasool
et al., 2016). Moreover, researchers found that E. coli was able to repair
their membrane damage by themselves, but B. subtilis did not have the
capacity (Castellanosgomez et al., 2014). The thinner cell wall of E. coli
made it more sensitive to the treatment of BP nanosheets at early stage
(6 h), so that the growth inhibition and bactericidal effect to E. coli was
more significant than B. subtilis (Figs. 2 and 3). Considering E. coli
possessed the capacity of self-healing due to its outer membrane, the
bacterial toxicity to E. coli was partially reversible, attenuating the toxic
effect at 12 h.

5. Conclusion

BP nanosheets showed antibiotic-like behavior against both Gram
negative E. coli and Gram-positive B. subtilis. The bactericidal effect was
time- and dose-dependent, with the maximum bactericidal efficiency of
91.65% and 99.69% for E. coli and B. subtilis, respectively. Compared to
B. subtilis, stronger toxicity to E. coli was induced by BP nanosheets at
6 h, which was reversed at 12 h. The time-dependent toxic effect on the
bacteria was attributed to their different membrane structure and
function. The bactericidal mechanisms of BP nanosheets were ROS-
dependent oxidative stress and membrane damage induced by the sharp
edge. Our study would raise attention to the potential environmental
impact of BP nanosheets before their massive production and applica-
tion.
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